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Asbestos Survey Report 
Commercial Building 
7 Depot Street. Windham, ME 

Jacques Whitford, there is a total of three windows, approximately 
192 linear feet (-64 If/window) of this material. Based on 
observations, it is Jacques Whitford's opinion that material could be 
rendered friable with disturbance. Jacques Whitford recommends that 
the small wood framed window glazing be reanalyzed using more 
enhanced analytical methods, to insure that the small wood framed 
window glazing is actually asbestos containing. PLM analysis had 
revealed a 3% chrysotile asbestos concentration. 

5.0 Summary/Conclusions 

Jacques Whitford has completed an asbestos building survey for the 
commercial building located at 7 Depot Street in Windham, Maine, which is 
reportedly scheduled to be demolished. At the time of the survey, Jacques 
Whitford noted that the roof of the building was deteriorating, and we did not 
attempt to gain direct access to the roof. Jacques Whitford sampled pieces of 
the roof that had fallen on the floor in several areas. Jacques Whitford also 
observed several areas throughout the second floor of the subject property 
building that contained transite debris, which tested positive for asbestos. 
Jacques Whitford could not quantify the piles of transite debris, due to the 
fact that snow was present from the previously mentioned collapsed roof 
areas. 

One hundred and four (104) samples amongst twenty-eight (28) different 
homogenous materials were sampled and submitted for laboratory analysis. 
Suspect ACMs sampled during the survey of the subject property building, 
included various 12" x 12" VCT and associated mastic (tile glue), textured 
wall material, cove base molding, sheetrock, joint compound, textured ceiling 
material, various 2' x 4' ceiling tiles, 12" x 12" ceiling tiles, various window 
glazing, various window caulking, transite boards, exterior corrugated transite 
panels, interior boiler thermal system insulation (TSI), rolled asphalt roofing 
shingle, and composite asphalt roofing felts . 

Various ACMs were identified in this survey, as summarized in Section 4.0 
of this report. In Summary, ACMs identified included, joint compound; 
textured wall material; brown 12" x 12" VAT and associated mastic; black 
12"xl2" VAT; the parking lot-side window glazing; the parking lot~side 

window caulking; white 12" x 12" VAT and associated mastic; transite 
boards; textured ceiling material; the second floor window glazing; the 
exterior corrugated transite panel; and the first floor/basement small wood 
framed window glazing. 

Each of these identified ACMs should be appropriately abated by a licensed 
asbestos abatement contractor prior to being disturbed during proposed 
demolition activities. Jacques Whitford also recommends that the roof of the 
building be fully inspected and sampled prior to being disturbed during 
proposed demolition activities, or assumed to be positive for asbestos. 

VIL RESP00836 
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Asbestos Survey Report 
Commercial Building 
7 Depot Street, Windham, ME 

Jacques Whitford has made every effort to characterize all visible and readily 
accessible suspect ACMs within the interior/exterior areas of the subject 
property building. As such, should construction workers encounter and/or 
need to disturb any product(s) suspected as being ACM, that have not been 
previously identified or sampled by Jacques Whitford, during any demolition 
or renovation activities in the future, all proper precautions should be taken to 
ensure these materials are appropriately characterized and handled 
accordingly. 

VIL RESP00837 
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ProScience Analytical Services, Inc 

Vincent Jacques 
Jacques Whitford Company, Inc. Rl 
1124 Eddie Dowling Highway 
N. Smithfield, Rl 02896 

Dear Vincent Jacques, 

January 08, 2004 

The enclosed analytical results have been obtained by using the EPN600/R-93/116 method. The 
"Visual Estimate" quantitative method is generally used for determining the percentage of asbestos 
and other components of the sample. "The Point Counting" method may also be used upon client 
request or at the analyst discretion. The Point Count method is usually recommended when the 
sample contains less than 10% asbestos by Visual estimate. Asbestos content less than 1% is 
recorded on the report as TR (trace). 

The Quality Control data related to the samples analyzed is available upon client's written request. 
ProScience Analytical Services Inc., assumes no responsibility for potential sample contamination that 
may have occurred during the sample collection process or erroneous data provided by the client. 

The enclosed results may not be used under any circumstances as product endorsement by any US 
government agency including NIST/NVLAP. 

All Laboratory records are retained for at least three years unless otherwise directed in writing by the 
client. The actual samples are retained for a period of three months and written request is necessary 
in order to be retained for a longer period of time. All analytical results and records are considered 
strictly confidential and will not be released under any circumstances to anyone except the actual 
client. The analytical results included in this report apply only to the items tested. 

If you have any questions please contact the Laboratory Manager or the Laboratory Director. 

Valerica Stanca, Optical Asbestos ManaQer 
Adrian Stanca. Laboratory Director 

Enclosure: 
LAB BATCH 10: B 23598 CLIENT PROJECT 10: MEP03102 
Client #: 622 
NVLAP 10# 200090-0; CT ID# PH-0209; MA 10# AA000156; ME 10# LB-055; ME ID# LA-056; 
AIHA ID# 1 02754; VT 10# AL016876; PH ID# 218(TEM, PLM); ELAP 10# 11632; Rl ID# 186. 

22 Cummings Park • Woburn, Massachusetts • 01801 • Phone (781)935-3212 • Fax (781)932-4857 
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I ProScience Analytical Services, Inc 

I Client#: 622 
Client Project: MEP03102 

I 
Client Reference: 7 Depot St., Windham, ME 
Client Name: Jacques Whitford Company, Inc. Rl 
Method: EPA/600/R-93/116 

I ASBESTOS 

LABID Field ID Color CHR AMO CRO ACT 

8225637 1A Tan 0 0 0 0 

Description White 12"x 12" Ceiling Tile I 
Location: NIA 

I Comments 

ASBESTOS 

LABID Field 1D Color CHR AMO CRO ACT 

8225638 18 Tan 0 0 0 0 I 
Description White 12"xl2" Ceiling Tile 

Location: N/A 

Comments I 
ASBESTOS 

LABID FieldiD Color CHR AMO CRO ACT I 
B225639 1C Tan 0 0 0 0 

Description White 12"xl2" Ceiling Tile 

Location: N/A I 
Comments 

I ASBESTOS 

LABID Field ID Color CIIR AMO CRO ACT 

8225640 2A White 0 0 0 0 

Description 2'x4' Worm Pattern Ceiling Tile I 
Location: N/A 

I Comments 

ASBESTOS 

LABID Field ID Color CIIR AMO CRO ACf 

8225641 2B White 0 0 0 0 I 
I 

Description 2'x4' Worm Pattern Ceiling Tile 

Location: N/A 

Comments 

ASBESTOS 

LABID Field ID Color CUR AMO CRO ACT I 
8225642 2C White 0 0 0 0 

Description 2'x4' Worm Pattern Ceiling Tile 

Location: N/A I 
Comments 

I 
I 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT F8G MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 45 

TRE ANT FBG MNW 

0 0 0 45 

TRE ANT FBG MNW 

0 0 0 45 

Batch: B 23598 
Date Sampled: 12/16/2003 
Date Received: 12/30/2003 
Date Analyzed: 1/2/2004 
Date of Report: 1/8/2004 

NON-ASBESTOS 

CEL HAR SYN OTII NON 

90 0 0 0 10 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

90 0 0 0 10 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

90 0 0 0 10 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

45 0 0 0 10 

Analyzed: Yes 

NON-ASBESTOS 

CEL liAR SYN OTH NON 

45 0 0 0 10 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

45 0 0 0 10 

Analyzed: Yes 

VIL RESP00840 
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I ProScience Analytical Services, Inc 

I Client#: 622 
Client Project: MEP03102 

I 
Client Reference: 7 Depot St., Windham, ME 
Client Name: Jacques Whitford Company, Inc. Rl 
Method: EPA/600/R-93/116 

I ASBESTOS 

LABID Field ID Color CHR AMO CRO ACf 

8225643 20 White 0 0 0 0 

Description 2'x4' Worm Pattern Ceiling Tile I 
Location: N/A 

I Comments 

ASBESTOS 

LABID FieldiD Color CHR AMO CRO ACT 

8225644 2E White 0 0 0 0 I 
Description 2'x4' Worm Pattern Ceiling Tile 

Location: N/A 

Comments I 
ASBESTOS 

LABID l<'ieldiD Color CHR AMO CRO ACT I 
8225645 3A Tan 0 0 0 0 

Description 2'x4' Solid White Ceiling Tile 

Location: N/A I 
Comments 

I ASBESTOS 

LABID Field ID Color CIIR AMO CRO ACT 

8225646 38 Tan 0 0 0 0 

Description 2'x4' Solid White Ceiling Tile I 
Location: N/A 

I Comments 

ASBESTOS 

LABID Field JD Color CHR AMO CRO ACT 

8225647 3C Tan 0 0 0 0 I 
Description 2'114' Solid White Ceiling Tile 

Location: N/A 

Comments I 
I ASBESTOS 

LABID FieldiD Color CHR AMO CRO ACT 

8225648 4A MI. Clrs. 0 0 0 0 

Description Sheetrock 

Location: N/A I 
Comments 

I 
I 

TRE ANT FBG MNW 

0 0 0 45 

TRE ANT FBG MNW 

0 0 0 45 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

Batch: B 23598 
Date Sampled: 12/16/2003 
Date Received: 12/30/2003 
Date Analyzed: 1/2/2004 
Date of Report: 1/8/2004 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

45 0 0 0 10 

Analyzed: Yes 

NON-ASBESTOS 

CEL liAR SYN OTH NON 

45 0 0 0 10 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

90 0 0 0 10 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

90 0 0 0 10 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

90 0 0 0 10 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

20 0 0 0 80 

Analyzed: Yes 

VIL RESP00841 
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I ProScience Analytical Services, Inc 

I Client#: 622 
Client Project: MEP03102 
Client Reference: 7 Depot St., Windham, ME I Client Name: Jacques Whitford Company, Inc. Rl 
Method: EPN600/R-93/116 

ASBESTOS 

LABID Field ID Color CHR AMO CRO ACT 
I 

8225649 48 MI.Cirs. 0 0 0 0 

Description Sheetrock I 
Location: N/A 

I Comments 

ASBESTOS 

LABID FieldiD Color CIIR AMO CRO ACT 

8225650 4C Ml.ars. 0 0 0 0 I 
Description Sheetrock 
Location: NIA 

Comments I 
ASBESTOS 

LABID FieldiD Color CIIR AMO CRO ACT I 
8225651 40 MI.Cirs. 0 0 0 0 

Description Sheetrock 
Location: N/A I 
Comments 

ASBESTOS 

LABID Field ID Color CHR AMO CRO ACT 
I 

8225652 4E Mt. ars. 0 0 0 0 

Description Sheetrock I 
Location: N/A 

I Comments 

ASBESTOS 

LABID FieldiD Color CHR AMO CRO ACT 

8225653 4F MI.Cirs. 0 0 0 0 I 
Description Sheetrock 
Location: N/A 
Comments I 

I 
ASBESTOS 

LABID Field ID Color CUR AMO CRO ACT 

8225654 4G MI. ars. 0 0 0 0 

Description Sheetrock 
Location: N/A I 
Comments 

I 
I 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

Batch: B 23598 
Date Sampled: 12/16/2003 
Date Received: 12/30/2003 
Date Analyzed: 1/2/2004 
Date of Report: 1/8/2004 

NON-ASBESTOS 

CEL liAR SYN OTII NON 

20 0 0 0 80 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTII NON 

20 0 0 0 80 

Analyzed: Yes 

NON-ASBESTOS 

CEL liAR SYN OTII NON 

20 0 0 0 80 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

20 0 0 0 80 

Analyzed: Yes 

NON-ASBESTOS 

CEL liAR SYN OTH NON 

20 0 0 0 80 

Analyzed: Yes 

NON-ASBESTOS 

CEL liAR SYN OTH NON 

20 0 0 0 80 

Analyzed: Yes 
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I ProScience Analytical Services, Inc 

I Client#: 622 
Client Project: MEP03102 

I 
Client Reference: 7 Depot St., Windham, ME 
Client Name: Jacques Whitford Company, Inc. Rl 
Method: EPA/600/R-93/116 

I ASBESTOS 

LABID FieldlD Color CUR AMO CRO ACf TRE 

8225655 5A Tan 2 0 0 0 0 

Description Joint Compound I 
Location: N/A 

I Comments 

ASBESTOS 

LABID FleldiD Color CUR AMO CRO ACf TRE 

8225656 58 0 0 0 0 0 I 
Description Joint Compound 

Location: N/A 

Comments I 
ASBESTOS 

LABID Field ID Color CHR AMO CRO ACf TRE I 
8225657 5C 0 0 0 0 0 

Description Joint Compound 

Location: N/A I 
Comments 

I ASBESTOS 

LABID FieldiD Color CIIR AMO CRO ACf TRE 

8225658 6A Tan 2 0 0 0 0 

Description Textured Wall Material I 
Location: N/A 

I Comments 

ASBESTOS 

LABID Field ID Color CHR AMO CRO ACf TRE 

8225659 68 0 0 0 0 0 I 
Description Te:>~tured Wall Material 

Location: N/A 

Comments I 
I ASBESTOS 

LABID Field 1D Color CUR AMO CRO ACf TRE 

8225660 6C 0 0 0 0 0 

Description Textured Wall Material 

Location: N/A I 
Comments 

I 
I 

ANT FBG MNW 

0 0 0 

ANT FBG MNW 

0 0 0 

ANT FBG MNW 

0 0 0 

ANT FBG MNW 

0 0 0 

ANT FBG MNW 

0 0 0 

ANT FBG MNW 

0 0 0 

Batch: B 23598 
Date Sampled: 12/16/2003 
Date Received: 12/30/2003 
Date Analyzed: 1/2/2004 
Date of Report: 1/8/2004 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

TR 0 0 0 98 

Analyzed: Yes 

NON-ASBESTOS 

CEL BAR SYN OTB NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL BAR SYN OTB NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

TR 0 0 0 98 

Analyzed: Yes 

NON-ASBESTOS 

CEL BAR SYN OTH NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

0 0 0 0 0 

Analyzed: No 

VIL RESP00843 
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I ProScience Analytical Services, Inc 

I Client#: 622 
Client Project: MEP03102 

I 
Client Reference: 7 Depot St., Windham, ME 
Client Name: Jacques Whitford Company, Inc. Rl 
Method: EPA/600/R-93/116 

I ASBESTOS 

LABID FieldiD Color CHR AMO CRO ACT 

8225661 7A Brown 3 0 0 0 

Description Brown 12"xl2" VAT I 
Location: N/A 

I Comments 

ASBESTOS 

LABID FieldiD Color CHR AMO CRO Acr 

B225662 7AM Black 10 0 0 0 I 
Description Mastic 

Location: N/A 
Comments I 

ASBESTOS 

LABID FleldiD Color CIIR AMO CRO Acr I 
8225663 78 0 0 0 0 

Description Brown 12"xl2" VAT 
Location: N/A I 
Comments 

I ASBESTOS 

LABID FieldiD Color CHR AMO CRO Acr 

8225664 7BM 0 0 0 0 

Description Mastic I 
Location: N/A 

I Comments 

ASBESTOS 

LABID FleldiD Color CHR AMO CRO Acr 

8225665 7C 0 0 0 0 I 
Description Brown 12"xl2" VAT 
Location: N/A 
Comments I 

I 
ASBESTOS 

LABID FleldiD Color CHR AMO CRO ACf 

8225666 7CM 0 0 0 0 

Description Mastic 

Location: N/A I 
Comments 

I 
I 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

Batch: B 23598 
Date Sampled: 12/16/2003 
Date Received: 12/30/2003 
Date Analyzed: 1/2/2004 
Date of Report: 1/8/2004 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

0 0 0 0 97 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

0 0 0 0 90 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL HAR SYN OTII NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL liAR SYN OTH NON 

0 0 0 0 0 

Analyzed: No 
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Page 5 of 18 



I ProScience Analytical Services, Inc 

I Client#: 622 
Client Project: MEP03102 

I 
Client Reference: 7 Depot St., Windham, ME 
Client Name: Jacques Whitford Company, Inc. Rl 
Method: EPA/600/R-93/116 

I ASBESTOS 

LABID Field ID Color CHR AMO CRO ACf 

8225667 70 0 0 0 0 

Description Brown 12"xl2" VAT I 
Location: N/A 

I Comments 

ASBESTOS 

LABID Field ID Color CHR AMO CRO ACf 

8225668 7DM 0 0 0 0 I 
Description Mastic 

Location: N/A 

Comments I 
ASBESTOS 

LABID Field ID Color CUR AMO CRO ACf I 
8225669 7E 0 0 0 0 

Description Brown 12"xl2" VAT 

Location: N/A I 
Comments 

ASBESTOS 

LABID Held ID Color CHR AMO CRO ACf 
I 

8225670 7EM 0 0 0 0 

Description Mastic I 
Location: N/A 

I Comments 

ASBESTOS 

LABID Field ID Color CHR AMO CRO ACf 

B225671 8A Black 3 0 0 0 I 
Description Black 12x12 VAT 

I Location: N/A 

Comments 

ASBESTOS 

LABID Field JD Color CHR AMO CRO ACf I 
8225672 SAM Brown 0 0 0 0 

Description Mastic 

Location: N/A I 
Comments 

I 
I 

TRE ANT Jo"BG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

Batch: B 23598 
Date Sampled: 12/16/2003 
Date Received: 12/30/2003 
Date Analyzed: 1/2/2004 
Date of Report: 1/8/2004 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL HAR SYN OTII NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL liAR SYN OTH NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

0 0 0 0 97 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

TR 0 0 0 100 

Analyzed: Yes 
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I ProScience Analytical Services, Inc 

I Client #: 622 
Client Project: MEP03102 

I 
Client Reference: 7 Depot St., Windham, ME 
Client Name: Jacques Whitford Company, Inc. Rl 
Method: EPA/600/R-93/116 

I ASBESTOS 

LABID FlddiD Color CIIR AMO CRO ACf 

8225673 86 0 0 0 0 

Description Black 12xl2 VAT I 
Location: N/A 

I Comments 

ASBESTOS 

LABID Field ID Color CHR AMO CRO ACf 

8225674 8BM Brown 0 0 0 0 I 
Description Mastic 

Location: NIA 

Comments I 
ASBESTOS 

LABID FieldiD Color CIIR AMO CRO ACf I 
8225675 ac 0 0 0 0 

Description Black 12;..:12 VAT 

Location: N/A I 
Comments 

ASBESTOS 

LABID Field ID Color CHR AMO CRO ACf 
I 

8225676 SCM Brown 0 0 0 0 

Description Mastic I 
Location: N/A 

I Comments 

ASBESTOS 

LABID Field ID Color CHR AMO CRO ACf 

8225677 9A Brown 0 0 0 0 I 
Description Cove Base Molding 

Location: N/A 

Comments I 
I 

ASBESTOS 

LABID Field ID Color CUR AMO CRO ACf 

8225678 9AM Brown 0 0 0 0 

Description Mastic 

Location: N/A I 
Comments 

I 
I 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

Batch: B 23598 
Date Sampled: 12/16/2003 
Date Received: 12/30/2003 
Date Analyzed: 1/2/2004 
Date of Report: 1/8/2004 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL liAR SYN OTH NON 

TR 0 0 0 100 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL HAR SYN OTII NON 

2 0 0 0 98 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

TR 0 0 0 100 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

2 0 0 0 98 

Analyzed: Yes 
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I ProScience Analytical Services, Inc 

I Client #: 622 
Client Project: MEP03102 

I 
Client Reference: 7 Depot St., Windham, ME 
Client Name: Jacques Whitford Company, Inc. Rl 
Method: EPA/600/R-93/116 

I ASBESTOS 

LABID Jiield lD Color CHR AMO CRO ACT 

8225679 98 Brown 0 0 0 0 

Description Cove Base Molding I 
Location: N/A 

I Comments 

ASBESTOS 
LABID Field ID Color CIIR AMO CRO ACT 

8225680 9BM Brown 0 0 0 0 I 
Description Mastic 

Location: N/A 

Comments I 
ASBESTOS 

LABID FieldiD Color CUR AMO CRO ACT I 
8225681 9C Brown 0 0 0 0 

Description Cove Base Molding 

Location: N/A I 
Comments 

I ASBESTOS 

LABID FieldiD Color CIIR AMO CRO ACI" 

8225682 9CM Brown 0 0 0 0 

Description Mastic I 
Location: N/A 

I Comments 

ASBESTOS 

LABID Field lD Color CIIR AMO CRO ACI" 

8225683 10A MI.Ors. 5 0 0 0 I 
Description Window Glazing 

I Location: Parking Side 

Comments 

ASBESTOS 

LABID Field ID Color CHR AMO CRO ACT I 
8225684 108 0 0 0 0 

Description Window Glazing 

Location: Parking Side I 
Comments 

I 
I 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

Batch: B 23598 
Date Sampled: 12/16/2003 
Date Received: 12/30/2003 
Date Analyzed: 1/2/2004 
Date of Report: 1/8/2004 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

TR 0 0 0 100 

Analyzed: Yes 

NON-ASBESTOS 

CEI" HAR SYN OTII NON 

2 0 0 0 98 

Analyzed: Yes 

NON-ASBESTOS 

CEL DAR SYN OTH NON 

TR 0 0 0 100 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

2 0 0 0 98 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

0 0 0 0 95 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

0 0 0 0 0 

Analyzed: No 
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I ProScience Analytical Services, Inc 

I Client#: 622 
Client Project: MEP03102 

I 
Client Reference: 7 Depot St., Windham, ME 
Client Name: Jacques Whitford Company, Inc. Rl 
Method: EPN600/R-93/116 

I ASBESTOS 

LABID FleldiD Color CUR AMO CRO ACT TRE 

8225685 10C 0 0 0 0 0 

Description Window Glazing I 
Location: Parking Side 

I Comments 

ASBESTOS 

LABID Field ID Color CHR AMO CRO ACT TRE 

8225686 11A MI. Clrs. 10 0 0 0 0 I 
Description Window Caulking 

Location: Packing Side 

Comments I 
ASBESTOS 

LABID FleldiD Color CHR AMO CRO ACT TRE I 
8225687 118 0 0 0 0 0 

Description Window Caulking 

Location: Parking Side I 
Comments 

I ASBESTOS 

LABID Field ID Color CUR AMO CRO ACT TRE 

8225688 11C 0 0 0 0 0 

Description Window Caulking I 
Location: Packing Side 

I Comments 

ASBESTOS 

LABID FieldlD Color CUR AMO CRO ACT TRE 

8225689 12A MI. Clrs. 0 0 0 0 0 I 
Description Window Caulking 

Location: River Side 

Comments I 
I ASBESTOS 

LABID Field ID Color CHR AMO CRO ACT TRE 

8225690 128 MI.Cirs. 0 0 0 0 0 

Description Window Caulking 

Location: RiverSide I 
Comments 

I 
I 

ANT FBG MNW 

0 0 0 

ANT FBG MNW 

0 0 0 

ANT FBG MNW 

0 0 0 

ANT FBG MNW 

0 0 0 

ANT FBG MNW 

0 0 0 

ANT FBG MNW 

0 0 0 

Batch: 8 23598 
Date Sampled: 12/16/2003 
Date Received: 12/30/2003 
Date Analyzed: 1/2/2004 
Date of Report: 1/8/2004 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

0 0 0 0 90 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

TR 0 0 0 100 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

TR 0 0 0 100 

Analyzed: Yes 
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I ProScience Analytical Services, Inc 

I Client#: 622 
Client Project: MEP03102 

I 
Client Reference: 7 Depot St., Windham, ME 
Client Name: Jacques Whitford Company, Inc. Rl 
Method: EPA/600/R-93/116 

I ASBESTOS 

LABJD Field JD Color CHR AMO CRO ACT 

8225691 12C MI.Cirs. 0 0 0 0 

Description Window Caulking I 
Location: RiverSide 

I Comments 

ASBESTOS 

LABJD Field JD Color CHR AMO CRO ACT 

8225692 13A White 10 0 0 0 I 
Description White 12xl2 VAT 

Location: N/A 

Comments I 
ASBESTOS 

LABID FieldJD Color CHR AMO CRO ACT I 
8225693 13AM Black 10 0 0 0 

Description Mastic 

Location: N/A I 
Comments 

I ASBESTOS 

LABID Field ID Color CIIR AMO CRO ACT 

8225694 138 0 0 0 0 

Description White 12xl2 VAT I 
Location: N/A 

I Comments 

ASBESTOS 

LABID Field ID Color CHR AMO CRO ACT 

8225695 138M 0 0 0 0 I 
Description Mastic 

Location: N/A 

Comments I 
I ASBESTOS 

LABID Field ID Color CHR AMO CRO ACf 

8225696 13C 0 0 0 0 

Description White 12xl2 VAT 

Location: NIA I 
Comments 

I 
I 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

Batch: B 23598 

Date Sampled: 12/16/2003 
Date Received: 12/30/2003 
Date Analyzed: 1/2/2004 
Date of Report: 1/8/2004 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

TR 0 0 0 100 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

0 0 0 0 90 

Analyzed: Yes 

NON-ASBESTOS 

CEL liAR SYN OTH NON 

0 0 0 0 90 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTII NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL liAR SYN OTII NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

0 0 0 0 0 

Analyzed: No 
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I ProScience Analytical Services, Inc 

I Client #: 622 
Client Project: MEP03102 

I 
Client Reference: 7 Depot St., Windham, ME 
Client Name: Jacques Whitford Company, Inc. Rl 
Method: EP A/600/R-93/116 

I ASBESTOS 

LABID Field ID Color CHR AMO CRO ACT 

8225697 13CM 0 0 0 0 

Description Mastic I 
Location: N/A 

I Comments 

ASBESTOS 

LABID FieldiD Color CHR AMO CRO ACT 

8225698 14A Gray 30 0 0 0 I 
Description Transite Boards 

Location: N/A 

Comments I 
ASBESTOS 

LABID Field ID Color CHR AMO CRO ACI' I 
8225699 148 0 0 0 0 

Description Transite Boards 

Location: N/A I 
Comments 

I ASBESTOS 

LABID FieldiD Color CIIR AMO CRO ACI' 

8225700 14C 0 0 0 0 

Description Transite Boards I 
Location: N/A 

I Comments 

ASBESTOS 

LABID Field ID Color CHR AMO CRO ACI' 

8225701 140 0 0 0 0 I 
Description Transite Boards 

Location: N/A 

Comments I 
I ASBESTOS 

LABID Field 10 Color CHR AMO CRO ACI' 

8225702 14E 0 0 0 0 

Description Transite Boards 

Location: N/A I 
Comments 

I 
I 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

Batch: B 23598 
Date Sampled: 12/16/2003 
Date Received: 12/30/2003 
Date Analyzed: 1/2/2004 
Date of Report: 1/8/2004 

NON-ASBESTOS 

CEL liAR SYN OTH NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL liAR SYN OTH NON 

0 0 0 0 70 

Analyzed: Yes 

NON-ASBESTOS 

CEL liAR SYN OTH NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL liAR SYN OTH NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL liAR SYN OTH NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL liAR SYN OTH NON 

0 0 0 0 0 

Analyzed: No 
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I ProScience Analytical Services, Inc 

I Client#: 622 
Client Project: MEP03102 

I 
Client Reference: 7 Depot St., Windham, ME 
Client Name: Jacques Whitford Company, Inc. Rl 
Method: EPA/600/R~93/116 

I ASBESTOS 

LABID Field ID Color CHR AMO CRO ACf 

8225703 15A MI. Clrs. 2 0 0 0 

Description Textured Ceiling Material I 
Location: Second Floor 

I Comments 2% of other is Wollastonite 

ASBESTOS 

LABID Field ID Color CHR AMO CRO ACf 

8225704 158 0 0 0 0 I 
Description Textured Ceiling Material 

Location: Second Floor 

Comments I 
ASBESTOS 

LABID Field lD Color CHR AMO CRO ACf I 
8225705 15C 0 0 0 0 

Description Textured Ceiling Material 

Location: Second Floor I 
Comments 

I ASBESTOS 

LABID Field ID Color CUR AMO CRO ACf 

I 8225706 16A Black TR 0 0 0 

Description Composite Asphalt Roofmg Felts 

Location: NIA 

I Comments 

ASBESTOS 

LABID FleldiD Color CHR AMO CRO ACf 

8225707 168 Black TR 0 0 0 I 
Description Composite Asphalt Roofmg Felts 

Location: NIA 

Comments I 
ASBESTOS 

LABID Field ID Color CHR AMO CRO ACf I 
8225708 16C Black TR 0 0 0 

Description Composite Asphalt Roofing Felts 

Location: N/A I 
Comments 

I 
I 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

Batch: B 23598 
Date Sampled: 12/16/2003 
Date Received: 12/30/2003 
Date Analyzed: 1/2/2004 
Date of Report: 1/8/2004 

NON~ASBESTOS 

CEL HAR SYN OTH NON 

10 0 0 2 86 

Analyzed: Yes 

NON~ASBESTOS 

CEL HAR SYN OTII NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL liAR SYN OTH NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

10 0 0 0 90 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

10 0 0 0 90 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

10 0 0 0 90 

Analyzed: Yes 
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I ProScience Analytical Services, Inc 

I Client#: 622 
Client Project: MEP03102 

I 
Client Reference: 7 Depot St., Windham, ME 
Client Name: Jacques Whitford Company, Inc. Rl 
Method: EPA/600/R-93/116 

I ASBESTOS 

LABID Field ID Color CHR AMO CRO ACT 

8225709 16D Black 0 0 0 0 

Description Composite Asphalt Roofing Felts I 
Location: N/A 

I Comments 

ASBESTOS 

LABID Field ID Color CHR AMO CRO ACT 

8225710 16E Black 0 0 0 0 I 
Description Composite Asphalt Roofing Felts 

Location: N/A 

Comments I 
ASBESTOS 

LABID FieldiD Color CUR AMO CRO ACT I 
8225711 16F Black 0 0 0 0 

Description Composite Asphalt Roofing Felts 

Location: N/A I 
Comments 

I ASBESTOS 

LABID Field fD Color CHR AMO CRO ACT 

I 8225712 16G Black 0 0 0 0 

Description Composite Asphalt Roofmg Felts 

Location: N/A 

I Comments 

ASBESTOS 

LABID FieldiD Color CHR AMO CRO ACT 

8225713 17A White 2 0 0 0 I 
Description Window Glazing 

Location: Second Floor 

Comments I 
ASBESTOS 

LABID FieldiD Color CUR AMO CRO ACT I 
8225714 17B 0 0 0 0 

Description Window Glazing 

Location: Second Floor I 
Comments 

I 
I 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT }"BG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

Batch: B 23598 
Date Sampled: 12/16/2003 
Date Received: 12/30/2003 
Date Analyzed: 1/2/2004 
Date of Report: 1 /8/2004 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

80 0 0 0 20 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTII NON 

80 0 0 0 20 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTII NON 

85 0 0 0 15 

Analyzed: Yes 

NON-ASBESTOS 

CEL liAR SYN OTH NON 

85 0 0 0 15 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

0 0 0 0 98 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

0 0 0 0 0 

Analyzed: No 
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I ProScience Analytical Services, Inc 

I Client#: 622 
Client Project: MEP03102 

I 
Client Reference: 7 Depot St., Windham, ME 
Client Name: Jacques Whitford Company, Inc. Rl 
Method: EPA/600/R-93/116 

I ASBESTOS 

LABID Field ID Color CUR AMO CRO ACT TRE 

8225715 17C 0 0 0 0 0 

Description Window Glazing I 
Location: Second Floor 

I Comments 

ASBESTOS 

LABID Field ID Color CHR AMO CRO ACT TRE 

8225716 18A Black 0 0 0 0 0 I 
Description Rolled Asphalt Roofing Shingle 

Location: NIA 
Comments I 

ASBESTOS 

LABID Field ID Color CHR AMO CRO ACT TRE I 
8225717 188 Black 0 0 0 0 0 

Description Rolled Asphalt Roofmg Shingle 

Location: NIA I 
Comments 

I ASBESTOS 

LABID FieldiD Color c1m AMO CRO ACT TRE 

8225718 18C Black 0 0 0 0 0 

Description Rolled Asphalt Roofmg Shingle I 
Location: N/A 

I Comments 

ASBESTOS 

LABID Field ID Color CUR AMO CRO ACT TRE 

8225719 19A Gray 0 0 0 0 0 I 
Description Interior Boiler TSI 

I location: NIA 
Comments 

ASBESTOS 

LABID Field ID Color CUR AMO CRO ACT TRE I 
8225720 198 Gray 0 0 0 0 0 

Description Interior Boiler TSI 

Location: N/A I 
Comments 

I 
I 

ANT FBG MNW 

0 0 0 

ANT FBG MNW 

0 0 0 

ANT FBG MNW 

0 0 0 

ANT FBG MNW 

0 0 0 

ANT FBG MNW 

0 0 0 

ANT FBG MNW 

0 0 0 

Batch: B 23598 
Date Sampled: 12/1612003 
Date Received: 12/30/2003 
Date Analyzed: 1/2/2004 
Date of Report: 1/8/2004 

NON-ASBESTOS 

CEL HAR SYN OTII NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL HAR SYN om NON 

45 0 0 0 55 

Analyzed: Yes 

NON-ASBESTOS 

CEL liAR SYN OTH NON 

50 0 0 0 50 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

50 0 0 0 50 

Analyzed: Yes 

NON-ASBESTOS 

CEL liAR SYN OTH NON 

0 0 0 0 100 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTII NON 

0 0 0 0 100 

Analyzed: Yes 
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I ProScience Analytical Services, Inc 

I Client#: 622 
Client Project: MEP03102 

I 
Client Reference: 7 Depot St., Windham, ME 
Client Name: Jacques Whitford Company, Inc. Rl 

Method: EPA/600/R-93/116 

I ASBESTOS 

LABID FicldiD Color CHR AMO CRO ACT 

8225721 19C Gray 0 0, 0 0 

Description Interior Boiler TSI I 
Location: N/A 

I Comments 

ASBESTOS 

LABID Field ID Color CHR AMO CRO ACT 

8225722 20A Gray 30 0 0 0 I 
Description Exterior Corrugated Transite 

Location: N/A 

Comments I 
ASBESTOS 

LABID FieldiD Color CIIR AMO CRO ACT I 
8225723 208 0 0 0 0 

Description Exterior Corrugated Transite 

location: N/A I 
Comments 

I ASBESTOS 

LABID Field JD Color CHR AMO CRO ACT 

8225724 20C 0 0 0 0 

Description Exterior Corrugated Transite I 
Location: N/A 

I Comments 

ASBESTOS 

I 
LABID Held JD Color CHR AMO CRO ACT 

8225725 20D 0 0 0 0 

Description Exterior Corrugated Transite 

Location: N/A 

Comments I 
ASBESTOS 

LABID Field ID Color CHR AMO CRO ACT I 
8225726 20E 0 0 0 0 

Description Exterior Corrugated Transite 

Location: N/A I 
Comments 

I 
I 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

TRE ANT FBG MNW 

0 0 0 0 

Batch: B 23598 

Date Sampled: 12/16/2003 
Date Received: 12130/2003 
Date Analyzed: 1/2/2004 
Date of Report: 1/8/2004 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

0 0 0 0 100 

Analyzed: Yes 

NON-ASBESTOS 

CEL HAR SYN OTH NON 

0 0 0 0 70 

Analyzed: Yes 

NON-ASBESTOS 

CEL liAR SYN OTII NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL HAR SYN OTII NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL liAR SYN OTH NON 

0 0 0 0 0 

Analyzed: No 

NON-ASBESTOS 

CEL HAR SYN OTII NON 

0 0 0 0 0 

Analyzed: No 
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